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Disclaimer 

This document is issued within the frame and for the purpose of the SPECTRUM project. 

This project has been funded by the European Union under grant agreement no. 

101172891. Views and opinions expressed are however those of the author(s) only and 

do not necessarily reflect those of the European Union or CINEA. Neither the European 

Union nor CINEA can be held responsible for them. 

Neither Project Coordinator, nor any signatory party of the SPECTRUM Project 

Consortium Agreement (SPECTRUM Consortium), nor any person acting on behalf of any 

of them: 

(a) makes any warranty or representation whatsoever, expressed or implied, 

i. with respect to the use of any information, apparatus, method, process, or 

similar item disclosed in this document, including merchantability and fitness 

for a particular purpose, or 

ii. that such use does not infringe on or interfere with privately owned rights, 

including any party's intellectual property, or 

iii. that this document is suitable to any particular user's circumstance; 

(b) assumes responsibility for any damages or other liability whatsoever (including 

any consequential damages, even if the Project Coordinator or any representative 

of a signatory party of the SPECTRUM Consortium has been informed of the 

possibility of such damages) resulting from your selection or use of this document 

or any information, apparatus, method, process, or similar item disclosed in this 

document. 

 

Copyright Notice 

This document and its content are the property of the SPECTRUM Consortium. This 

document or its contents are not to be used or treated in any manner inconsistent with 

the rights or interests of the SPECTRUM Consortium or the Partners detriment and are 

not to be disclosed externally without prior written consent from the SPECTRUM Partners. 

Access to this document is restricted and does not grant any right or license on the 

document or its contents. Each SPECTRUM Partner may use this document in conformity 

with the SPECTRUM Grant Agreement and the Consortium Agreement provisions.  



    
 
 
 
 
 

 
Status: Final  Page 2 | 45 
Version:  1   
    

 
 

 

Deliverable: D1.3  
Dissemination level: SEN 

 

Optimised photocatalytic H2 

production using nanostructured low 

cost and sustainable photocatalysts 
Project Acronym SPECTRUM 

Project Title Solar Polygeneration Collector for Combined Heat, Power, 

Hydrogen Fuel and Wastewater Treatment 

Grant Agreement no. 101172891 

Deliverable no. D1.3 

Dissemination Level SEN 

Deliverable type Report 

Delivery date May 2026 

Lead beneficiary LNEG 

Author(s) Esteves, Alexandra (LNEG), Brites, M. João (LNEG), Capelo, 

Anabela (LNEG), Pinheiro, Carla (IST-ID), Lanham, Ana (IST-ID), 

Ramos, Diana (IST-ID), Pedro, Guilherme (IST-ID) 

Reviewer(s) Malato, Sixto (CIEMAT) 

Suggested citation Esteves, M. A., Brites, M.J., Capelo, A., Pinheiro, C., Lanham, A., 

Ramos, D., Pedro, G. Optimised photocatalytic H2 production 

using nanostructured low cost and sustainable photocatalysts. 

Deliverable 1.3, SPECTRUM Project Consortium, 2026 

 

 

 

 

 

 

 



    
 
 
 
 
 

 
Status: Final  Page 3 | 45 
Version:  1   
    

 
 

 

Deliverable: D1.3  
Dissemination level: SEN 

 

Document history: 

Version Date Status 

V0.1 02.02.2026 Initial draft 

V0.2 14.04.2026 Second draft 

V0.3 13.05.2026 Draft for authors review 

V0.8 18.05.2026 Draft for external review 

V0.9 26.05.2026 Final draft after implementing comments, ready for editing 

V0.9.1 26.05.2026 Final draft after editing, ready for approval 

V1 27.05.2026 Final report 

 

  



    
 
 
 
 
 

 
Status: Final  Page 9 | 45 
Version:  1   
    

 
 

 

Deliverable: D1.3  
Dissemination level: SEN 

 

Public Executive Summary 

The SPECTRUM project aims to design, develop, prototype, and test lab-scale solar 

collectors that effectively utilise the entire solar spectrum to cogenerate heat, electricity 

and hydrogen. SPECTRUM Work package 1 is dedicated to the optimization of the 

photocatalytic process of industrial wastewater (IWW) treatment and hydrogen 

generation and is divided in four tasks. This deliverable D1.3 provides an account of the 

activities carried out in Task 1.3, “Optimization of Photocatalytic H₂ Production Process at 

Laboratory Scale,” as well as the results achieved during its duration. 

The photocatalysts developed in Task 1.2, “Development of nanostructured low cost and 

sustainable photocatalyst”, were tested for hydrogen production in a slurry type batch 

reactor using UV radiation as light source.  In these preliminary assays, synthetic aqueous 

solutions containing ethanol or glycerol as sacrificial agent (SA) were used to test the 

performance of a first series of copper decorated TiO2 nanoparticles (NP) photocatalysts.  

A comprehensive series of experiments enabled the selection of the most effective 

photocatalyst, Cu-decorated TiO2 nanoparticles with 6 weight % of copper (Cu/TNP-6).  

This photocatalyst was then utilized with aqueous solutions of ethanol or glycerol to 

optimize three key operational parameters — pH, photocatalyst concentration, and 

sacrificial agent concentration. The same methodology was subsequently applied to 

evaluate the performance of two additional copper-based photocatalyst sets developed 

in Task 1.2: copper-decorated TiO₂ nanotubes and copper/biochar-decorated TiO₂ 

nanoparticles. 

During the final phase of the task, a set of seven IWW, previously selected in Task 1.1, 

containing in its composition compounds such as alcohols, glycerol, phenols or organic 

acids as potential sacrificial agents, were evaluated in the photocatalytic process for 

pollutant degradation with hydrogen co-generation. This assessment aimed to determine 

the most suitable candidates for subsequent SPECTRUM activities. 

The composition of gas mixtures generated during the photocatalytic assays was 

determined using gas chromatography, while pre- and post-treatment IWW composition 

(COD, TOC and BOD5 values of the liquid phase and specific tests targeting potential SA) 

were analysed to assess the degree of remediation achieved and any resulting chemical 

transformations. HPLC analysis permitted to identify and quantify the reaction products 

resulting from the photooxidation of organic compounds present in the original IWW.  

 


